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| Q\’ ISecond Revision No. 1-NFPA 301-2021 [ Section No. 2.3.4 ]
NFPA

2.3.4 ASTM Publications.

ASTM International, 100 Barr Harbor Drive, P.O. Box C700, West Conshohocken, PA
19428-2959.

ASTM C411, Standard Test Method for Hot-Surface Performance of High-Temperature
Thermal Insulation, 2019.

ASTM D2859, Standard Test Method for Ignition Characteristics of Finished Textile Floor
Covering Materials, 2016, reapproved 2021 .

ASTM E84, Standard Test Method for Surface Burning Characteristics of Building
Materials,2020 2021 .

ASTM E119, Standard Test Methods for Fire Tests of Building Construction and Materials,
2020.

ASTM E136, Standard Test Method for Assessing Combustibility of Materials Using a Vertical
Tube Furnace at 750°C, 2019a.

ASTM E648, Standard Test Method for Critical Radiant Flux of Floor-Covering Systems Using
a Radiant Heat Energy Source, 2019ae1.

ASTM E814, Standard Test Method for Fire Tests of Penetration Firestop Systems, 2013a,
reapproved 2017

ASTM E1317, Standard Test Method for Flammability of Surface Finishes, 2019.

ASTM E1354, Standard Test Method for Heat and Visible Smoke Release Rates for Materials
and Products Using an Oxygen Consumption Calorimeter, 2017.

ASTM E1537, Standard Test Method for Fire Testing of Upholstered Furniture, 2016.
ASTM E1590, Standard Test Method for Fire Testing of Mattresses, 2017.
ASTM E1591, Standard Guide for Obtaining Data for Fire Growth Models, 2020.

ASTM E1995, Standard Test Method for Measurement of Smoke Obscuration Using a Conical
Radiant Source in a Single Closed Chamber, With the Test Specimen Oriented Horizontally,
2018.

ASTM E2231, Standard Practice for Specimen Preparation and Mounting of Pipe and Duct
Insulation Materials to Assess Surface Burning Characteristics, 2019.

ASTM E2257, Standard Test Method for Room Fire Test of Wall and Ceiling Materials and
Assemblies, 2017.

ASTM E2652, Standard Test Method for Assessing Combustibility of Materials Using a Tube
Furnace with a Cone-shaped Airflow Stabilizer, at 750°C, 2018.

ASTM F840, Standard Specification for Ladders, Fixed, Vertical, Steel, Ship’s, 1983
(withdrawn 2008).

ASTM F1384, Standard Test Method for Fire Tests of Marine Joiner Doors, 1993 (withdrawn
2002).

ASTM F1626, Standard Practice for Preparing Shipboard Fire Control Plans, 1995 (withdrawn
2008).
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Committee: MER-AAA
Submittal Date: Wed Sep 22 13:30:11 EDT 2021

Committee Statement

Committee This revision updates the edition dates for ASTM publications D2859 and E84; and
Statement: updates the change of the title of ASTM publication E2652.

Response SR-1-NFPA 301-2021

Message:

Public Comment No. 4-NFPA 301-2021 [Section No. 2.3.4]
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»\‘ Second Revision No. 3-NFPA 301-2021 [ Section No. A.9.2.2 ]
NFPA

A.9.2.2

Guidance for the installation of automatic foam-water sprinkler systems can be found by using
the applicable chapters of NFPA 13 and NFPA 11-in-combination-with- NEPA 16 .

Submitter Information Verification

Committee: MER-AAA
Submittal Date: Fri Oct 15 14:42:56 EDT 2021

Committee Statement

Committee The Standards Council, at its December 2017 meeting, voted to approve the merger

Statement: of NFPA 16, Standard for the Installation of Foam-Water Sprinkler and Foam-Water
Spray Systems, into a chapter of NFPA 11. The reference to NFPA 16 is therefore
removed.

Response SR-3-NFPA 301-2021

Message:
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D.1.2.3 ASTM Publications.

ASTM International, 100 Barr Harbor Drive, P.O. Box C700, West Conshohocken, PA
19428-2959.

ASTM E84, Standard Test Method for Surface Burning Characteristics of Building Materials,
2020 2021 .

ASTM E1354, Standard Test Method for Heat and Visible Smoke Release Rates for Materials
and Products Using an Oxygen Consumption Calorimeter, 2017.

ASTM E1355, Standard Guide for Evaluating the Predictive Capability of Deterministic Fire
Models, 2012, reapproved 2018..

ASTM E1472, Standard Guide for Documenting Computer Software for Fire Models, 2007
(withdrawn 2011).

ASTM E1537, Standard Test Method for Fire Testing of Upholstered Furniture, 2016.
ASTM E1590, Standard Test Method for Fire Testing of Mattresses, 2017.
ASTM E1822, Standard Test Method for Fire Testing of Stacked Chairs, 2017.

ASTM E2280, Standard Guide for Fire Hazard Assessment of the Effect of Upholstered
Seating Furniture Within Patient Rooms of Health Care Facilities, 2017.

ASTM F1005, Standard Practice for HYAC Duct Shapes; Identification and Description of
Design Configuration, 1991, reapproved 2019.

ASTM F1138, Standard Specification for Spray Shields for Mechanical Joints, 1998,
reapproved 2014.

Submitter Information Verification

Committee: MER-AAA
Submittal Date: Wed Sep 22 13:34:11 EDT 2021

Committee Statement

Committee Statement: This revision updates the edition year of ASTM publication E84.
Response Message: SR-2-NFPA 301-2021

Public Comment No. 5-NFPA 301-2021 [Section No. D.1.2.3]
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